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[57] ABSTRACT

A method of joining or reconstructing biological tissue
which comprises applying optical energy to the biologi-
cal tissue while providing a collagen filler material
thereto; denaturing the collagen filler materizi and bio-
logical tissue with the optical energy to cause joining of
the collagen filler material and biological tissue, thus
joining or reconstructing such tissue.
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